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PENGARUH PANJANG SERAT KAWAT BAJA GALVANIS 

TERHADAP KUAT LENTUR BALOK BETON BERSERAT 

Reinha Paramitha S. Lewoema 

ABSTRAK 

          Beton mempunyai kelemahan yaitu kuat tarik lentur yang rendah. Kelemahan beton  

dapat diatasi dengan penembahan serat. Penambahan serat dalam campuran beton 

berfungsi memperbaiki sifat kuat lentur pada beton. Serat yang digunakan pada penelitian 

yaitu serat baja. Tujuan penggunaan serat baja galvanis untuk mengetahui pengaruh 

panjang serat baja galvanis terhadap kuat lentur balok beton. 

         Penelitian menggunakan menggunakan serat baja galvanis diameter serat kawat 2 mm 

berbentuk lurus dengan variabel panjang serat 6 cm ; 12 cm ; 18 cm ; dan 22 cm, kadar 

serat kawat baja galvanis 10 % terhadap berat semen, distribusi penybaran serat ½ Hb, 

faktor air semen 0.48, dan ukuran benda uji 15 x 15 x 70 cm dilakuakn pengujian pada 

umur 28 hari. Pengjian kuat lentur menggunakan alat Hydraulic concrete beam dengan 

standar ASTM C-78 Standard Test Method for Flexural Strengh of Concrete (Using simple 

Beam with Third-Point Loading). 

         Hasil penelitian dengan penambahan serat baja galvanis menggunkan variasi panjang 

serat dapat meningkatkan kuat lentur pada balok beton. Rata-rata nilai kuat lentur balok 

beton tanpa serat sebesar 6,84 Mpa. Peningkatan terbesar terjadi pada variasi panjang serat 

22 cm dengan kenaikan sebesar 50,00 % dari benda uji balok beton tanpa dan rata-rata nilai 

kuat lentur terkecil pada panjang serat 6 cm dengan kenaikan sebesar 7,79 % dari balok 

beton tanpa serat. Jadi pada penelitian ini dapat disimpulkan bahwa pengaruh panjang serat 

baja galvanis 22 cm dapat menghasilkan nilai kuat lentur tertinggi. 

 

Kata kunci Balok, kuat lentur, serat kawat baja galvanis, panjang 

ABSTRACK 

 

          Concrete has a weakness, namely low flexural strength. The weakness of concrete 

can be overcome by adding fiber. The addition of fiber in the concrete mix serves to improve 

the flexural strength properties of concrete. The fiber used in this research is steel fiber. 

The purpose of using galvanized steel fiber is to determine the effect of the length of 

galvanized steel fiber on the flexural strength of concrete beams. 

         The study used galvanized steel fiber with a diameter of 2 mm straight wire fiber with 

a variable fiber length of 6 cm; 12 cm ; 18 cm ; and 22 cm, fiber content of 10% galvanized 

steel wire by weight of cement, fiber distribution distribution of ½ Hb, cement water factor 

0.48, and specimen size 15 x 15 x 70 cm was tested at 28 days of age. Flexural strength test 

using a Hydraulic concrete beam tool with ASTM C-78 standards Test Method for Flexural 

Strengh of Concrete (Using simple Beam with Third-Point Loading). 

         The results of research with the addition of galvanized steel fibers using a variety of 

fiber length can increase flexural strength in concrete beams. The average flexible value 

of concrete blocks without fiber is 6.84 MPa. The biggest increase occurred in a variation 

of 22 cm fiber length with an increase of 50.00 % of the concrete beam test specimen 

without and the average smallest flexural strength value at a fiber length of 6 cm with an 

increase of 7.79 % of the concrete beam without fiber. So in this study it can be concluded 

that the effect of 22 cm galvanized steel fibers can produce the highest flexible strength 

value. 

 

Keywords: Beam, fluxural strength, galvaniszed steel wire fiber, length 
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