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PENGARUH ABU SERBUK KAYU JATI SEBAGAI BAHAN PENGGANTI 

FILLER PADA CAMPURAN AC-WC 

Oleh: Rizky Vicgor Novato 

NIM: 19041000142 

ABSTRAK 

 Lapisan aspal beton (laston) terdiri dari campuran agregat kasar, agregat 

halus, filler dan bahan pengikat/aspal. Dengan meningkatnya pembangunan jalan, 

kebutuhan bahan dasar campuran aspal pun semakin meningkat, sehingga suatu saat 

ketersediaannya dikhawatirkan akan habis. Pada penelitian kali ini menggunakan 

abu serbuk kayu jati sebagai bahan pengganti filler pada campuran AC-WC. 

Pembuatan benda uji dilakukan di Laboratorium dengan menggunakan aspal 

dengan penetrasi 60/70. Kadar aspal rencana yang digunakan yaitu 5%; 5,5%; 6%; 

6,5% dan 7% menghasilkan Kadar Aspal Optimum sebesar 6%. Hasil perbandingan 

korelasi ditinjau dari filler standart, maka filler abu serbuk kayu jati mengalami 

penurunan untuk nilai stabilitas dan kelelehan (flow) yaitu sebesar -1,617% dan - 

0,012%. 

Kata Kunci: AC-WC, Filler, Abu Kayu Jati, Marshall Test. 
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THE EFFECT OF TEAK WOOD POWDER ASH AS A SUBSTITUTE FOR 

FILLER IN AC-WC MIXTURES 

By: Rizky Vicgor Novanto 

NIM: 19041000142 

ABSTRACT 

The asphalt concrete layer (laston) consists of a mixture of coarse 

aggregate, fine aggregate, filler and binder/asphalt. With increasing road 

construction, the need for basic materials for asphalt mixtures is also increasing, 

so that one day it is feared that their availability will run out. In this research, teak 

wood dust was used as a substitute for filler in the AC-WC mixture. The 

manufacture of test objects was carried out in the laboratory using asphalt with a 

penetration of 60/70. The planned asphalt content used is 5%; 5.5%; 6%; 6.5% and 

7% produce an Optimum Asphalt Content of 6%. The results of the correlation 

comparison in terms of standard fillers show that the teak sawdust ash filler has 

decreased in terms of stability and flow values, namely - 1.617% and- 0,012%. 

Keywords: AC-WC, Filler, Teak Ash, Marshall Test. 
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