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PENGARUH UKURAN AGREGAT KASAR DAN  

FAKTOR AIR SEMEN TERHADAP KUAT TEKAN  

BETON NON PASIR DENGAN FILLER SERBUK KACA 

Epafras Edo Widyatmoko 

ABSTRAK 

Beton merupakan material yang sudah tidak asing lagi dan paling sering digunakan 

dalam dunia konstruksi. Bahan yang digunakan terdiri dari agregat halus, agregat kasar, 

semen potland dan air. Beton memiliki berat sendiri yang sangat berat. Maka diperlukan 

inovasi agar berat sendiri beton pada bangunan menjadi lebih ringan dengan 

menghilangkan pasir pada campuran beton atau disebut beton non pasir. Akibat 

ditinggalkan pasir kuat tekan beton non pasir sangat rendah dikarenakan memiliki banyak 

rongga pada beton. Salah satu cara yang dapat menigkatkan kuat tekan dan mengisi 

rongga-rongga udara pada beton yaitu filler serbuk kaca. Kuat tekan beton non pasir 

sangat dipengaruhi oleh gradasi agregat kasar, faktor air semen daan penambahan filler. 

Penelitian ini bertujuan untuk mengetahui pengaruh gradasi agregat kasar, faktor air 

semen dan bahan tambah filler pada beton non pasir.    

Penelitian ini merencanakan beton non pasir dengan meggunakan filler serbuk 

kaca. Metode penelitian ini yaitu membandingkan kuat tekan pada populasi 1 beton non 

pasir normal, populasi 2 beton non pasir dengan filler serbuk kaca GB 5 mm, populasi 3 

beton non pasir dengan filler serbuk kaca GB 10 mm, populasi 4 beton non pasir dengan 

filler serbuk kaca GB 20 mm. Faktor air semen pada masing-masing beton non pasir 

dengan filer serbuka kaca memiliki variasi fas 0,4; 0,45; 0,5. dan variabel konstannya 

yaitu rasio agregat semen 2:1, kadar filler 15% dan fly ash 8%. Dalam penelitian ini 

benda uji berbentuk silinder dengan ukuran 15 x 30 cm berjumlah 36 buah. Pengujian 

kuat tekan beton non pasir dilakukan menggunakan alat Compressing Testing Machine 

(CTM).      

Hasil pengujian ini menunjukan bahwa pada populasi 2 penggunaan gradasi batu 5 

mm, pada variasi faktor air semen 0,4 memberikan nilai kuat tekan tertinggi sebesar 

27,36 Mpa. Nilai faktor air semen optimum dan gradasi agregat terbaik pada penelitian 

ini adalah beton non pasir dengan filler serbuk kaca gradasi 5 mm dan faktor air semen 

0,4.  

 

Kata kunci: beton non pasir, ukuran batu, faktor air semen, kuat tekan, Filler serbuk 

kaca 
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EFFECT OF COARSE AGGREGATE SIZE AND 

FACTOR OF WATER CEMENT ON COMPRESSIVE STRENGTH 

NON-SAND CONCRETE WITH GLASS POWDER FILLER 

Epafras Edo Widyatmoko 

ABSTRACT 

Concrete is a material that is familiar and is most often used in the world of 

construction.The materials used consist of fine aggregate, coarse aggregate, potland 

cement and water. Concrete has a very heavy own weight. So innovation is needed so that 

the own weight of concrete in buildings becomes lighter by removing sand from the 

concrete mixture or it is called non-sand concrete. As a result of leaving sand, the 

compressive strength of non-sand concrete is very low because it has many cavities in the 

concrete.One way to increase compressive strength and fill air voids in concrete is glass 

powder filler.The compressive strength of non-sand concrete is greatly influenced by the 

gradation of coarse aggregate, the water-cement factor and the addition of filler. This 

study aims to determine the effect of coarse aggregate gradation, cement water factor and 

filler additives on non-sand concrete. 

This study plans non-sand concrete using glass powder filler. The method of this 

study was to compare the compressive strength of population 1 normal non-sand 

concrete, population 2 non-sand concrete with 5 mm GB glass powder filler, population 3 

non-sand concrete with 10 mm GB glass powder filler, population 4 non-sand concrete 

with glass powder filler GB 20mm. The water-cement factor for each non-sand concrete 

with a glass powder filter has a fas variation of 0.4; 0.45; 0.5. and the constant variables 

are cement aggregate ratio 2:1, 15% filler content and 8% fly ash. In this study, 36 

specimens were cylindrical in shape with a size of 15 x 30 cm. Testing the compressive 

strength of non-sand concrete was carried out using a Compressing Testing Machine 

(CTM). 

The results of this test show that in population 2 the use of 5 mm stone gradations, 

the variation in the cement water factor is 0.4giving the highest compressive strength 

value of 27.36 Mpa. The optimum water-cement factor value and the best aggregate 

gradation in this study were non-sand concrete with 5 mm graded glass powder filler and 

0.4 cement water factor. 

 

Keywords: non-sand concrete, stone size, cement water factor, compressive 

strength, glass powder filler 
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