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ABSTRAK 

Pada bidang konstruksi, material sering digunakan adalah beton. Penggunaan 

beton menjadi pilihan utama karena bahan dasar yang mudah dibentuk dengan 

harga yang relatif murah dibandingkan dengan bahan konstruksi lainnya. Oleh 

karena itu peneliti ingin mencari solusi untuk membuat beton yang sesuai dengan 

kebutuhan salah satunya beton non struktur yaitu beton non pasir dengan bahan 

filler material limbah keramik.  

Benda uji yang digunakan berupa silinder dengan ukuran 15 x 30 cm dengan 

jumlah benda uji berjumlah 24 buah yang dibagi menjadi 4 populasi. Faktor air 

semen yang digunakan  yaitu 0,4; 0,45; dan 0,5 sedangkan variasi ukuran agregat 

yang digunakan yaitu 5 mm, 10 mm dan 20 mm dan rasio agregat semen 2:1 

dengan kadar filler material limbah keramik 15%. Pengujian kuat tekan beton non 

pasir dilakukan menggunakan alat uji Compression Testing Machine berdasarkan 

standar ASTM C39. 

Dari hasil Pengujian kuat tekan pada umur beton 28 hari didapat hasil beton 

non pasir normal populasi I kuat tekan rata-rata tertinggi sebesar 12,74 Mpa. 

Sedangkan untuk beton non pasir populasi II fas 0,4 dengan ukuran agregat 5 mm 

kuat   tekan rata-rata tertinggi 26,89 Mpa. Populasi III faktor air semen 0,4 dengan 

ukuran agregat 10 mm kuat tekan rata-rata tertinggi 23,50 Mpa, Populasi IV fas 

0,4 dengan ukuran agregat 20 mm kuat tekan rata-rata tertinggi 22,08 Mpa. 

Sehingga dapat disimpulkan semakin rendah faktor air semen dan gradasi agregat 

maka nilai kuat tekan beton non pasir semakin tinggi. 

  

Kata Kunci : Kuat Tekan, Beton Non Pasir, Faktor Air Semen, Ukuran  

Agregat, Filler Limbah Keramik. 
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THE EFFECT OF COARSE AGGREGATE SIZE AND  

CEMENT WATER FACTOR ON THE COMPRESSIVE 

STRENGTH OF NON-SAND CONCRETE WITH CERAMIC 

FILLER 
   Yohanes Apriliano Kevin Ngatam 

 

ABSTRACT 

In the field of construction, the material often used is concrete. The use of 

concrete is the main choice because the basic material is easy to form at a 

relatively cheap price compared to other construction materials.filler ceramic 

waste materials. 

The specimens used were in the form of cylinders with a size of 15 x 30 cm with 

a total of 36 specimens shared into 4 populations. The cement water factor used is 

0.4; 0.45; and 0.5 while the aggregate size variations used were 5 mm, 10 mm 

and 20 mm and the cement aggregate ratio was 2:1 with 15% pumice filler 

content. Testing the compressive strength of non-sand concrete is carried out 

using a test equipmentCompression Testing Machine  based on ASTM C39 

standard. 

From the results of the compressive strength test, 28 days of concrete results 

obtained from normal non-sand concrete population I have the highest average 

compressive strength of 12.74 MPa. Whereas for non-sand concrete population II 

fas 0.4 with an aggregate size of 5 mm the highest average compressive strength 

is 26.89 MPa. Population III water-cement factor of 0.4 with aggregate size of 10 

mm highest average compressive strength of 23.50 MPa, Population IV fas of 0.4 

with aggregate size of 20 mm highest average compressive strength of 22.08 MPa. 

So it can be concluded that the lower the cement water factor and the aggregate 

gradation, the higher the compressive strength value of non-sand concrete. 

 

Keywords : Compressive Strength, Non Sand Concrete, Water Cement Factor, 

Aggregate Size ,Filler Ceramic Waste. 
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